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*Photos provided by the Indiana Department of Transportation 

Photo 1: Shape of pipe structure is observably smooth but not symmetrical. 

Photo 2: Layers of rust are observed along waterline of pipe structure. 

Photo 3: Buildup of rust layers along pipe structure are beginning to cause section loss along waterline.  
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